
OFFICE OF NAVAL RESEARCH

AD-A250 351 GRANT#: NOO14-91-1.1934 DTIC

R&T Code: 4132060 0 MAY 22 1992

Technical Report No. 1 C

From Minerals to Materials: A Facile Synthetic Route to
Preceramic Polymers for Aluminum Oxide

by

Allen W. Apblett, Christopher C. Landry, Mark R. Mason,
and Andrew R. Barron

Prepared for Publication

in

Mat: Res. Soc., Symp. Proc.

Harvard University
Department of Chemistry

Cambridge, MA

May 12, 1992

Reproduction in whole or in part is permitted for any purpose of the United States
Government

This document has been approved for public release and sale;
its distribution is unlimited.

92-13481

92 5'r 2



KLFUKl 1JULUMENIA110N PAGE IM o 7408
0, ic reoirmn; ouraen - r %.ts <oijenion of .njornmaton s estimateo to average I houjr Iser resoonse. including the time for re,7 win insruto .serhn itigdtaores

gatr'.'qma .aint iri '.n 1. daa eecle, and c.oieting &no revienilig the. collecton of iformnation, Send comments regar ing ti uenEimate or any other aspent of tIsCedon af nionain nc ng suggestions for reducing this burden, to W~ashington Headquarters Services. Directorate formnation OPerations and Reports. I I1I Jefferson~-.i~lnjy Sute 2C. .. rirgtn. A12202-4302. and to the office of ManageMent and Budget. Paperwork Rtediuction Project (0704-0188). Waslwngton., DC 20503.

1. AGENCY USE ONLY (Leave blank) 2.REPORT DATE 3. EPORT TYPE AND DATES COVERED
F.5/12/92 Technical Report

4. TITLE AND SUBTITLE S. FUNDING NUMBERS

From Minerals to Materials: A Facile Synthetic Route to
Preceramic Polymers for Aluminum Oxide N00014-91-J-1934

6. AUTHOR(S)

Allen W. Apblett, Christopher C. Landry, Mark R. Mason,
and Andrew R. Barron

7. ERFORMING ORGANIZATION NAME(S) AND ADDRESS(ES) 8. PERFORMING ORGANIZATION

Harvard UniversityREOTNMR
Department of Chemistry
12 Oxford Street5
Cambridge, MA 02138

9. SPONSORING/ MONITORING AGENCY NAME(S) AND ADDRESS(ES) 10. SPONSORING/ MONITORING

Department of the Navy AGENCY REPORT NUMBER

office of Naval Research
800 North Quincy Street 4132060
Arlington, VA 22217-5000

11. SUPPLEMENTARY NOTES

Mat. Res. Soc., Symp. Proc. , in press

12a. DISTRIBUTION /AVAILABILITY STATEMENT 12b. DISTRIBUTION CODE
Reproduction in whole or in part is permitted for any
purpose of the United States government.lrhis document
has been approved for public release and sale; its
distribution is unlimited.

13. ABSTRACT (Maximumn 200 words)

Reaction of boehmite, [Al(O)(OH-)]n, with an excess of carboxylic acid
(HO12CR) results in the formation of the carboxy substituted alumoxanes,
[Al()x(OH)y(O2CR)z]n where 2x + y +~ z = 3 and R = alkyl substituents. The
alumoxanes have been fully characterized by SEM, elemental analysis, IR and
multinuclear NMR spectroscopy. The physical properties of the alumoxanes are
highly dependent on the identity of R, and range from insoluble crystalline
powders, e.g. R = CH3, to powders which readily form solutions or gels in
hydrocarbon solvents, e.g. R = C5 11 . All of the alumoxanes decompose under
mild thermolysis to yield ytalumina.

14. SUBJECT TERMS 15. NUMBER OF PAGES

8
16. PRICE CODE

17. SECURITY CLASSIFICATION 18. SECURITY CLASSIFICATION 19. SECURITY CLASSIFICATION 20. LIMITATION OF ABSTRACT
OF REPORT OF THIS PAGE OF ABSTRACT

unclassified unclassified unclassified unlimited

NSN 7540-01-280.5500 Standard Form 298 (Rev 2-89)
Prescribed by ANSI Sid 139-18
298-1'02



FROM MINERALS TO MATERIALS: A FACILE SYNTHETIC ROUTE TO
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ABSTRACT Diet Speojal

Reaction of boehmite, [AI(O)(OH)] n , with an excess of carboxylic acid
(HO2 CR) results in the formation of the carboxy substituted alumoxanes, . _

[Al(O)x(OH)y(O 2CR)z]n where 2x + y + z = 3 and R = alkyl substituents. The
alumoxanes have been fully characterized by SEM, elemental analysis, IR and
multinuclear NMR spectroscopy. The physical properties of the alumoxanes are
highly dependent on the identity of R, and range from insoluble crystalline
powders, e.g. R = CH 3 , to powders which readily form solutions or gels in
hy irocarbon solvents, e.g. R = CSH 11. All of the alumoxanes decompose under
mild thermolysis to yield y-alumina.

INTRODUCTION
The facile formation of ceramic materials from molecules, either by the

pyrolysis of well characterized single-source precursors or via the sol-gel
method, has undoubtedly been one of the significant contributions made by
chemistry to materials science.' However, it is desirable not only to produce the
ceramic per se but also to do so in a specific form: for example, a fiber, thin film
or three-dimensional body. For this reason, there has been continued research
effort aimed at the design of precursors with physical properties suitable for
processing prior to pyrolysis. In the case of alumina (A120 3 ) several groups
have employed polymeric alumoxanes as precursors.2-3 The term alumoxane is
used to describe any oligomeric material containing an aluminum-oxygen
backbone with pendant organic ligands. Perhaps the most extensive study in
this regard is that by Kimura and co-workers 2 in which they demonstrated that
carboxy-substituted alumoxanes could be extruded to form preceramic fibers.
However, in this and other work,4 the alumoxanes were prepared via a multi-
step synthesis involving the hydrolysis of highly pyrophoric aluminum alkyls.

Author to whom all correspondence should be addressed.



Since this route yields products with variable stoichiometries, it would be
desirable to prepare alumoxane preceramic polymers in a one-pot bench-top
synthesis.

Our recent work has shown that the core structure of alumoxanes is not a
linear chain, as often supposed, but similar to that of the mineral boehmite,
[AI(O)(OH)]n. 5 From this, the following question may be posed: Can
alumoxanes be prepared directly from this mineral? Herein we report the
reaction of boehmite with carboxylic acids, and the formation of carboxy-
substituted alumoxanes.

EXPERIMENTAL
Research grade pseudo-boehmite (100%) was kindly provided by

American Cyanamid. All carboxylic acids were obtained commercially and were
distilled prior to use. 13C CPMAS and 27AI MAS NMR spectra were obtained on
a Chemagnetics CMC-200A spectrometer operating at 50.177 and 51.992 MHz,
respectively (see Text). Chemical shifts (8) are reported relative to extemal
samples of C 6 Me 6 (132.0 ppm) and AI(NO 3)3 .(H 20)x (0.0 ppm).
Thermogravimetric analyses were obtained on a Seiko 200 TG/DTA instrument
using a carrier gas of either air, nitrogen or argon. IR spectra were obtained as
KBr pellets on a Nicolet DX-5 FTIR spectrometer. SEM studies were performed
on a JEOL JSM-6400 scanning microscope. Microanalyses were performed by
Oneida Research Services, Inc., Whitesboro, N.Y.

[Al(O)x(OH)y(O2CR)gn R = CH3 , C2H& C3H7.
Boehmite (1.00 g, 16.7 mmol) was placed in a 150 mL flask with an

excess of the appropriate acid (ca. 40 mL). The resulting slurry was heated to
reflux for four days, after which time the excess acid was removed by distillation
(760 mmHg). The white powdery product was washed successively with THF
(25 mL) and pentane (25 mL), then dried under vacuum.

[Al(O)x(OH)y(O 2 CR)z]n R = C51-11, C7H1, C2H4 0CH3

Boehmite (1.00 g, 16.7 mmol) and the appropriate acid (67.4 mmol) were
refluxed in 60 mL xylenes for four days to yield a clear viscous solution which
solidified to an immobile gel upon cooling to room temperature. Removal of the
volatiles in vacuo yielded a white solid which was triturated with diethyl ether
(50 mL) and washed with additional diethyl ether (50 mL). Drying in vacuo
yielded a white powder.



RESULTS AND DISCUSSION
Refluxing powdered boehmite with an excess of a carboxylic acid,

HO2CR, either neat (e.g. R = CH3, acetic acid) or as a xylene solution (e.g. R =
C5H11 , hexanoic acid), results in the formation of the corresponding carboxy-
substituted alumoxane. The physical appearance and solubilities of the
resulting materials are highly dependent on the identity of the carboxylate
substituent. For R = CnH2n+l (n = 1-3) and CH2CI the alumoxanes are white
microcrystalline powders, insoluble in common organic solvents, whereas for R
= C5 H11 , C7H15 and C2H4OCH3 , the products are white solids, which readily
form homogeneous solutions in CH2CI2 and THF, from which thin films may be
produced by spin coating (see below).

The elemental composition of the alumoxanes has been determined and
indicates the presence of greater than one equivalent of carboxylic acid to
aluminum. The carboxy-alumoxanes prepared by Kimura and co-workers2 .4

were proposed to be of the general formula of [AI(O)(O 2CR)(HO 2CR)]n in which

one of the acid groups exists as the deprotonated form, while the remainder is
protonated. In the present case, 13C CPMAS NMR spectroscopy indicates only
a single carboxylate environment, while the observation of bands at 1586 ± 5
and 1470 ± 8 cm"1 in the IR spectra are consistent with a bridging mode of
coordination. In addition, the IR spectra of the alumoxanes show broad
absorption bands between 3700 and 3400 cm-1, consistent with our previous
assignment for an aluminum bound hydroxide group.5 Thus, based on charge
and mass balance consideration and confirmed by NMR and IR spectral data
we have determined that the alumoxanes prepared from boehmite have the

general formula [AI(O)x(OH)y(02CR)zln.
If, as we have previously proposed,5 the core structure of alumoxanes Is

analogous to that of boehmite then one would expect the aluminum to retain
predominantly six-fold coordination. This is clearly demonstrated to be the case
by the 2 7AI MAS NMR spectra of the alumoxanes, in which only a signal
attributable to six-coordinate aluminum is detected (8 - 6 to 0 ppm, W1/2 = 1800
- 2000 Hz).

A sample of the boehmite examined by SEM prior to reaction with the
carboxylic acid was found to consist of spherical featureless particles (see
Figure 1) varying in size from 20 - 100 jim in diameter. The crystallite size in
these particles was determined by XRD to be ca. 64A (020 plane)., In contrast,
the alumoxanes exist as large "fluffy" conglomerates, 50 - 200 Im in size (see
Figure 2), with a particle size estimated from SEM to be less than 0.1 Im In
diameter. Thus, we propose that the carboxylic acids have cleaved the O-H-.-O



Figure 1. SEI micrograph of unreacted boehmfte particle (American Cyanamid).

Figure 2. SEI micrograph of [AI(O)x(QH)y(O.2CC5HI1)z1n particle.



hydrogen bonds linking the crystallite planes by replacement of hydroxy with

carboxy groups. Despite the particulate nature of the alumoxanes homogenous,

continuous films may readily be prepared by dissolution in either CH 2CI 2 or

THF followed by spin coating. For example, evaporation of a CH 2 CI2 solution of

the hexanoate-alumoxane on a glass slide yields a thin film the SEM of which is
shown in Figure 3. The homogenous nature of these films implies that they
consist of an interpenetrating organic/inorganic matrix.

Figure 3. SEI micrograph of [AI(O)x(OH)y(O 2CCsH 1)z]n film spin coated on

glass from CH2C12 solution.

All of the alumoxanes prepared from boehmite decompose between 180
and 385 °C to give alumina in essentially quantitative yield. XPS and XRD

spectra of the residues are consistent with their identity as y-alumina. Carbon

incorporation is found to be very low if the pyrolysis is carried out under an

oxidizing atmosphere.



CONCLUSION
Alumoxanes of the general formula [Al(O)x(OH)y(O 2CR)zn have been

prepared by refluxing boehmite with carboxylic acids under appropnate

conditions. These products have been shown by scanning electron microscopy

to consist of conglomerates of tiny particles (less than 0.1 im In diameter). In

addition, several alumoxanes form sols or gels in various solvents, which may
be readily spin coated. Pryolysis of the products under oxidizing conditions
leads to the formation of y-alumina with low carbon contamination.
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